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1、Sample information 

For samples, the information provided by the customer is as follows: 

Type of sample   ： X7,X8,X9,X7F85,X7F10 

Buyer   ： NA 

Supplier  ： NA 

Composition ： NA 

Colour   ： Black 

Size    ： NA 

Sample Quantity          ： NA 

Manufacturer ： Shenzhen Huanxi Technology Co., LTD 

Sample Description    ： NA 

Labeled Age Grading    ： NA 

Requested Age Grading  ： NA 

Applied Tested Age Grading ： NA 

Note：NA=Not applicable 

 

2、Conclusion 

The sample was detected and according to the detection results, the conclusion are as follows: 

Test item Decision Rule Conclusion 

Pb、Cd、Hg、Cr（VI）、PBBs、

PBDEs、DEHP、DBP、BBP、DIBP 

RoHS Directive 2011/65/EU and 

Amendment (EU)2015/863 
Pass 

 

3、Sample Split 

No. Name Description Material 

1 No.1 Black rubber Polymer 

2 No.2 Blue rubber Polymer 

3 No.3 Black plastic Polymer 

4 No.4 Grey black metal Metal 

5 No.5 Black elastic rope Polymer 

6 No.6 Transparent film with text Polymer 

7 No.7 Black Phillips screw Metal 

8 No.8 Black hexagonal screw Metal 
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No. Name Description Material 

9 No.9 Silver grey metal gasket Metal 

10 No.10 Silver grey magnet Metal 

0 No.11 Translucent black plastic Polymer 

12 No.12 Silver grey spring Metal 

13 No.13 Transparent plastic Polymer 

14 No.14 Black rubber mat Polymer 

15 No.15 Black electric tape Polymer 

16 No.16 Silver grey screw Metal 

17 No.17 Transparent yellow LED Polymer 

18 No.18 Silver grey solder joint Metal 

19 No.19 Green PCB Polymer 

20 No.20 Red PCB Polymer 

21 No.21 Black film Polymer 

22 No.22 White digital display Polymer 

23 No.23 White plastic Polymer 

24 No.24 Pink mauve plastic Polymer 

25 No.25 Black wire (80°C 300V) Polymer 

26 No.26 Red wire (80°C 300V) Polymer 

27 No.27 Green wire (80°C 300V) Polymer 

28 No.28 Yellow wire (80°C 300V) Polymer 

29 No.29 Blue wire (80°C 300V) Polymer 

30 No.30 Silver grey wire core (80 ° C 300V) Metal 

31 No.31 Brake handle-Black metal Metal 

32 No.32 Brake handle-Black grey metal Metal 

33 No.33 Brake handle-Silver grey metal shell (bell) Metal 

34 No.34 Brake handle-Black heat shrink film Polymer 

35 No.35 Brake handle-Black wire (external) Polymer 

36 No.36 Brake handle-Black wire (internal) Polymer 

37 No.37 Brake handle-Red wire (internal) Polymer 

38 No.38 Brake handle-Copper core Metal 

39 No.39 Brake handle-Blue wire Polymer 

40 No.40 Brake handle-Silver black metal Metal 

41 No.41 Brake handle-Transparent line Polymer 

42 No.42 Brake handle-Silver grey wire core Metal 

43 No.43 Black plastic (lasso) Polymer 

44 No.44 Silver grey metal buckle Metal 

45 No.45 Black rubber stopper Polymer 

46 No.46 Blue rubber stopper Polymer 

47 No.47 Black rubber block Polymer 

48 No.48 Charging plug-Black plastic cover Polymer 
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No. Name Description Material 

49 No.49 Charging plug-Silver grey metal（charging plug） Metal 

50 No.50 Charging plug-Gold metal Copper alloy 

51 No.51 Charging plug-White fixing glue Polymer 

52 No.52 Yellow wire (VW HADDE) Polymer 

53 No.53 Red wire (VW HADDE) Polymer 

54 No.54 Black wire (VW HADDE) Polymer 

55 No.55 Blue wire (VW HADDE) Polymer 

56 No.56 Green wire (VW HADDE) Polymer 

57 No.57 Copper core (VW HADDE) Metal 

58 No.58 Red PCB Polymer 

59 No.59 Silver grey solder joint Metal 

60 No.60 Red wire (FT1 ROHS) Polymer 

61 No.61 Black wire (FT1 ROHS) Polymer 

62 No.62 Silver grey wire core (FT1 ROHS) Metal 

63 No.63 Red wire (200°C 3KV) Polymer 

64 No.64 Black wire (200 ° C 3KV) Polymer 

65 No.65 Silver grey wire core Metal 

66 No.66 Black wire (E249743) (external) Polymer 

67 No.67 Yellow wire (E249743) (internal) Polymer 

68 No.68 Green wire (E249743) (internal) Polymer 

69 No.69 Red wire (E249743) (internal) Polymer 

70 No.70 White wire (E249743) (internal) Polymer 

71 No.71 Black wire (E249743) (internal) Polymer 

72 No.72 Silver grey wire core (E249743) (internal) Metal 

73 No.73 Drive motor power cord-Black spring Metal 

74 No.74 Drive motor power cord-Black wire (external) Polymer 

75 No.75 Drive motor power cord-Green wire Polymer 

76 No.76 Drive motor power cord-Blue wire Polymer 

77 No.77 Drive motor power cord-Yellow wire Polymer 

78 No.78 Drive motor power cord-Silver grey wire core Metal 

79 No.79 Drive motor power cord-Yellow plastic Polymer 

80 No.80 Drive motor power cord-Gold metal insert Metal 

81 No.81 Black rubber (foot pad) Polymer 

82 No.82 Black metal Metal 

83 No.83 Black rubber (tripod sleeve) Polymer 

84 No.84 Black plastic (baffle) Polymer 

85 No.85 Blue sticker Polymer 

86 No.86 Silver grey label with text Polymer 

87 No.87 White plastic buckle (chassis) Polymer 

88 No.88 Black rubber ring Polymer 
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No. Name Description Material 

89 No.89 Black metal gasket Metal 

90 No.90 Taillight-Red plastic Polymer 

91 No.91 Taillight-Black wire (Triumphcable) Polymer 

92 No.92 Taillight-Black wire（internal） (Triumphcable) Polymer 

93 No.93 Taillight-Red wire (Triumphcable) Polymer 

94 No.94 Taillight-Silver grey wire core (Triumphcable) Metal 

95 No.95 Taillight-Brown heat shrink film Polymer 

96 No.96 Taillight-White PCB Polymer 

97 No.97 Taillight-Red wire (with white PCB) Polymer 

98 No.98 Taillight-Black wire Polymer 

99 No.99 Car tire-Silver grey nut cap Metal 

100 No.100 Car tire-Silver grey metal (inflatable mouth) Metal 

101 No.101 Car tire-Gold metal (inflatable mouth) Copper alloy 

102 No.102 Car tire-Black rubber (inflatable mouth) Polymer 

103 No.103 Car tire-Black rubber (tire) Polymer 

104 No.104 Car tire-Black metal bearing Metal 

105 No.105 Car tire-Silver black metal frame Metal 

106 No.106 Car tire-Black magnet Metal 

107 No.107 Car tire-Copper coil Metal 

108 No.108 Car tire-Silver grey metal (ring) Metal 

109 No.109 Car tire-Silver gray metal (disc brake) Metal 

110 No.110 Power adapter-Black plastic case Polymer 

111 No.111 Power adapter-Black label with text Polymer 

112 No.112 Power adapter-Green PCB Polymer 

113 No.113 Power adapter-Silver grey solder joint Metal 

114 No.114 Power adapter-Silver grey metal latch Metal 

115 No.115 Power adapter-Black wire set Polymer 

116 No.116 Power adapter-Black wire Polymer 

117 No.117 Power adapter-Red wire Polymer 

118 No.118 Power adapter-White wire Polymer 

119 No.119 Power adapter-Copper core Metal 

120 No.120 Power adapter-Silver grey metal insert Metal 

121 No.121 Power cable-Silver grey metal insert Metal 

122 No.122 Power cable-Black wire set Polymer 

123 No.123 Power cable-Black wire Polymer 

124 No.124 Power cable-Brown wire Polymer 

125 No.125 Power cable-Blue wire Polymer 

126 No.126 Power cable-Copper core Metal 

127 No.127 Silver grey metal (hexagonal key) Metal 
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Note: 

1.This table is used to identify each test part of the Sample. Different descriptions in the 

"Description" column are only used to distinguish each test part. "Material" column are only 

gives a simple Description of the material of each test part, which does not mean that this is the 

result of a material identification. 

2.The customer indicated that the No.50 and the No.101 material are copper alloy. 

 

4、Test Results 

4.1 Results 

Pb、Cd、Hg、Cr（VI）、Br is used for XRF screening. 

DEHP、DBP、BBP、DIBP is used for GC-MS quantitative test. 

4.1.1 No.1 

 

4.1.2 No.2 

 

4.1.3 No.3 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

http://www.ichemistry.cn/chemistry/85-68-7.htm
http://www.ichemistry.cn/chemistry/85-68-7.htm
http://www.ichemistry.cn/chemistry/85-68-7.htm
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4.1.4 No.4 

 

4.1.5 No.5 

 

4.1.6 No.6 

 

4.1.7 No.7 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

http://www.ichemistry.cn/chemistry/85-68-7.htm
http://www.ichemistry.cn/chemistry/85-68-7.htm
http://www.ichemistry.cn/chemistry/85-68-7.htm
http://www.ichemistry.cn/chemistry/85-68-7.htm


 

Test Report 
 

Report No.： UNIB2018111616HR-01 Page  8 / 48  
 

4.1.8 No.8 

 

4.1.9 No.9 

 

4.1.10 No.10 

 

4.1.11 No.11 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

http://www.ichemistry.cn/chemistry/85-68-7.htm
http://www.ichemistry.cn/chemistry/85-68-7.htm
http://www.ichemistry.cn/chemistry/85-68-7.htm
http://www.ichemistry.cn/chemistry/85-68-7.htm
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4.1.12 No.12 

 

4.1.13 No.13 

 

4.1.14 No.14 

 

4.1.15 No.15 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

http://www.ichemistry.cn/chemistry/85-68-7.htm
http://www.ichemistry.cn/chemistry/85-68-7.htm
http://www.ichemistry.cn/chemistry/85-68-7.htm
http://www.ichemistry.cn/chemistry/85-68-7.htm
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4.1.16 No.16 

 

4.1.17 No.17 

 

4.1.18 No.18 

 

4.1.19 No.19 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 3.2×104 mg/kg 350 C 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

http://www.ichemistry.cn/chemistry/85-68-7.htm
http://www.ichemistry.cn/chemistry/85-68-7.htm
http://www.ichemistry.cn/chemistry/85-68-7.htm
http://www.ichemistry.cn/chemistry/85-68-7.htm
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4.1.20 No.20 

 

4.1.21 No.21 

 

4.1.22 No.22 

 

4.1.23 No.23 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 2.2×103 mg/kg 350 C 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 4.4×103 mg/kg 350 C 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 
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4.1.24 No.24 

 

4.1.25 No.25 

 

4.1.26 No.26 

 

4.1.27 No.27 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 
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4.1.28 No.28 

 

4.1.29 No.29 

 

4.1.30 No.30 

 

4.1.31 No.31 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 
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4.1.32 No.32 

 

4.1.33 No.33 

 

4.1.34 No.34 

 

4.1.35 No.35 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 
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4.1.36 No.36 

 

4.1.37 No.37 

 

4.1.38 No.38 

 

4.1.39 No.39 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 860 mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 
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4.1.40 No.40 

 

4.1.41 No.41 

 

4.1.42 No.42 

 

4.1.43 No.43 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 
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4.1.44 No.44 

 

4.1.45 No.45 

 

4.1.46 No.46 

 

4.1.47 No.47 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 
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4.1.48 No.48 

 

4.1.49 No.49 

 

4.1.50 No.50 

 

4.1.51 No.51 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 5.0×104 mg/kg 350 C 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 2.0×104 mg/kg 4.0×104 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 
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4.1.52 No.52 

 

4.1.53 No.53 

 

4.1.54 No.54 

 

4.1.55 No.55 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 
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4.1.56 No.56 

 

4.1.57 No.57 

 

4.1.58 No.58 

 

4.1.59 No.59 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 1.1×104 mg/kg 350 C 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 
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4.1.60 No.60 

 

4.1.61 No.61 

 

4.1.62 No.62 

 

4.1.63 No.63 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 
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4.1.64 No.64 

 

4.1.65 No.65 

 

4.1.66 No.66 

 

4.1.67 No.67 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 
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4.1.68 No.68 

 

4.1.69 No.69 

 

4.1.70 No.70 

 

4.1.71 No.71 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 
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4.1.72 No.72 

 

4.1.73 No.73 

 

4.1.74 No.74 

 

4.1.75 No.75 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 
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4.1.76 No.76 

 

4.1.77 No.77 

 

4.1.78 No.78 

 

4.1.79 No.79 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 6.3×104 mg/kg 350 C 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 
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4.1.80 No.80 

 

4.1.81 No.81 

 

4.1.82 No.82 

 

4.1.83 No.83 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 
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4.1.84 No.84 

 

4.1.85 No.85 

 

4.1.86 No.86 

 

4.1.87 No.87 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 
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4.1.88 No.88 

 

4.1.89 No.89 

 

4.1.90 No.90 

 

4.1.91 No.91 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 
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4.1.92 No.92 

 

4.1.93 No.93 

 

4.1.94 No.94 

 

4.1.95 No.95 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 
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4.1.96 No.96 

 

4.1.97 No.97 

 

4.1.98 No.98 

 

4.1.99 No.99 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 3.9×104 mg/kg 350 C 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 
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4.1.100 No.100 

 

4.1.101 No.101 

 

4.1.102 No.102 

 

4.1.103 No.103 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 3.5×104 mg/kg 4.0×104 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 
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4.1.104 No.104 

 

4.1.105 No.105 

 

4.1.106 No.106 

 

4.1.107 No.107 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 
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4.1.108 No.108 

 

4.1.109 No.109 

 

4.1.110 No.110 

 

4.1.111 No.111 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 1.2×103 mg/kg 350 C 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 
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4.1.112 No.112 

 

4.1.113 No.113 

 

4.1.114 No.114 

 

4.1.115 No.115 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 1.9×103 mg/kg 350 C 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 
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4.1.116 No.116 

 

4.1.117 No.117 

 

4.1.118 No.118 

 

4.1.119 No.119 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 
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4.1.120 No.120 

 

4.1.121 No.121 

 

4.1.122 No.122 

 

4.1.123 No.123 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 
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4.1.124 No.124 

 

4.1.125 No.125 

 

4.1.126 No.126 

 

4.1.127 No.127 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- IEC 62321-3-1:2013 20 ND mg/kg 350 Pass 

DEHP 117-81-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DBP 84-74-2 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

BBP 85-68-7 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

DIBP 84-69-5 IEC 62321-8:2017 50 ND mg/kg 1000 Pass 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Lead(Pb) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Cadmium(Cd) -- IEC 62321-3-1:2013 10 ND mg/kg 100 Pass 

Mercury(Hg) -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Chromium(VI)[Cr(VI)] -- IEC 62321-3-1:2013 10 ND mg/kg 1000 Pass 

Bromine( Br) -- -- -- -- -- -- -- 

DEHP 117-81-7 -- -- -- -- -- -- 

DBP 84-74-2 -- -- -- -- -- -- 

BBP 85-68-7 -- -- -- -- -- -- 

DIBP 84-69-5 -- -- -- -- -- -- 
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4.2 Chemical test 

4.2.1 No.19 

 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Sum of PBBs -- IEC 62321-6:2015 -- ND mg/kg 1000 Pass 

Monobromobipheny -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Dibromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tribromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tetrabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Pentabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Hexabromobi--phenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Heptabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Octabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Nonabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Decabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Sum of PBDEs -- IEC 62321-6:2015 -- ND mg/kg 1000 Pass 

Monobromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Dibromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tribromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tetrabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Pentabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Hexabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Heptabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Octabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Nonabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Decabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 
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4.2.2 No.20 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Sum of PBBs -- IEC 62321-6:2015 -- ND mg/kg 1000 Pass 

Monobromobipheny -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Dibromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tribromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tetrabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Pentabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Hexabromobi--phenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Heptabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Octabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Nonabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Decabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Sum of PBDEs -- IEC 62321-6:2015 -- ND mg/kg 1000 Pass 

Monobromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Dibromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tribromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tetrabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Pentabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Hexabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Heptabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Octabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Nonabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Decabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 
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4.2.3 No.22 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Sum of PBBs -- IEC 62321-6:2015 -- ND mg/kg 1000 Pass 

Monobromobipheny -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Dibromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tribromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tetrabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Pentabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Hexabromobi--phenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Heptabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Octabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Nonabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Decabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Sum of PBDEs -- IEC 62321-6:2015 -- ND mg/kg 1000 Pass 

Monobromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Dibromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tribromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tetrabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Pentabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Hexabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Heptabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Octabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Nonabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Decabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 
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4.2.4 No.48 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Sum of PBBs -- IEC 62321-6:2015 -- ND mg/kg 1000 Pass 

Monobromobipheny -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Dibromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tribromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tetrabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Pentabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Hexabromobi--phenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Heptabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Octabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Nonabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Decabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Sum of PBDEs -- IEC 62321-6:2015 -- ND mg/kg 1000 Pass 

Monobromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Dibromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tribromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tetrabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Pentabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Hexabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Heptabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Octabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Nonabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Decabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 
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4.2.5 No.58 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Sum of PBBs -- IEC 62321-6:2015 -- ND mg/kg 1000 Pass 

Monobromobipheny -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Dibromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tribromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tetrabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Pentabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Hexabromobi--phenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Heptabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Octabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Nonabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Decabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Sum of PBDEs -- IEC 62321-6:2015 -- ND mg/kg 1000 Pass 

Monobromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Dibromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tribromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tetrabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Pentabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Hexabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Heptabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Octabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Nonabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Decabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 
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4.2.6 No.79 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Sum of PBBs -- IEC 62321-6:2015 -- ND mg/kg 1000 Pass 

Monobromobipheny -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Dibromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tribromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tetrabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Pentabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Hexabromobi--phenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Heptabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Octabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Nonabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Decabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Sum of PBDEs -- IEC 62321-6:2015 -- ND mg/kg 1000 Pass 

Monobromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Dibromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tribromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tetrabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Pentabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Hexabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Heptabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Octabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Nonabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Decabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 
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4.2.7 No.96 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Sum of PBBs -- IEC 62321-6:2015 -- ND mg/kg 1000 Pass 

Monobromobipheny -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Dibromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tribromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tetrabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Pentabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Hexabromobi--phenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Heptabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Octabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Nonabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Decabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Sum of PBDEs -- IEC 62321-6:2015 -- ND mg/kg 1000 Pass 

Monobromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Dibromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tribromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tetrabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Pentabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Hexabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Heptabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Octabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Nonabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Decabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 
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4.2.8 No.110 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Sum of PBBs -- IEC 62321-6:2015 -- ND mg/kg 1000 Pass 

Monobromobipheny -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Dibromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tribromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tetrabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Pentabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Hexabromobi--phenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Heptabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Octabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Nonabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Decabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Sum of PBDEs -- IEC 62321-6:2015 -- ND mg/kg 1000 Pass 

Monobromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Dibromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tribromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tetrabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Pentabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Hexabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Heptabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Octabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Nonabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Decabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 



 

Test Report 
 

Report No.： UNIB2018111616HR-01 Page  46 / 48  
 

4.2.9 No.112 

 

 

 

Test item CAS No. Test Method MDL Result Unit Limit Judgment 

Sum of PBBs -- IEC 62321-6:2015 -- ND mg/kg 1000 Pass 

Monobromobipheny -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Dibromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tribromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tetrabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Pentabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Hexabromobi--phenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Heptabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Octabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Nonabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Decabromobiphenyl -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Sum of PBDEs -- IEC 62321-6:2015 -- ND mg/kg 1000 Pass 

Monobromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Dibromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tribromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Tetrabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Pentabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Hexabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Heptabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Octabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Nonabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 

Decabromodiphenyl ether -- IEC 62321-6:2015 5 ND mg/kg -- -- 
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Note： 

      1、1mg/kg = 0.0001% 

      2、ND= Not Detected(<MDL) 

      3、“--”=No Testing or blank or not applicable. 

      4、XRF screening technical requirements:Lead, Mercury: Pass≤700-3δ＜C＜1300+3δ≤Fail， 

         Cadmium:Pass≤70-3δ＜C＜130+3δ≤Fail， Chromium：Pass≤700-3δ＜C， 

Bromine：Pass≤250-3δ＜C. “C”=Indicates that a chemical test is required.Chromium pass meets 

Hexavalent Chromium standards compliant，Bromine pass means that PBBs and PBDEs are 

standards compliant. 

      5、Polybrominated biphenyls (PBBs) include:Monobromobiphenyl,Dibromobiphenyl、

Tribromobiphenyl、Tetrabromobiphenyl、Pentabromobiphenyl、Hexabromobi--phenyl、

Heptabromobiphenyl、Octabromobiphenyl、Nonabromobiphenyl、 Decabromobiphenyl. 

      6、Polybrominated diphenyl ethers Benzene (PBDEs) Included:Monobromodiphenyl ether、

Dibromodiphenyl ether Tribromodiphenyl ether、Tetrabromodiphenyl ether、Pentabromodiphenyl 

ether、Hexabromodiphenyl ether、Heptabromodiphenyl ether、Octabromodiphenyl ether、 

Nonabromodiphenyl ether、Decabromodiphenyl ether. 

7、The customer indicated that the No.50 and the No.101 material are copper alloy.According to 

RoHS directive (2011/65 / EU) annex III, the copper alloy is limited to 4%. 
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5、Sample Photo 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

The sample picture is only used to inform the customer that the sample received by the 

laboratory is shown in the picture, which does not prove the appearance and quality of the 

customer's products. 

The results of this test report are valid only for the samples presented in the picture. 

 

***End of Report*** 

 


